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ABSTRACT

We report the photoresponse of niobium diselenide (NbSe2), a transition metal dichalcogenide which exhibits superconducting properties
down to a single layer. Devices are built by using micromechanically cleaved 2–10 layers and tested under current bias using nano-optical
mapping in the 350 mK–5K range, where they are found to be superconducting. The superconducting state can be perturbed by absorption
of light, resulting in a voltage signal when the devices are current biased. The response is found to be energy dependent, making the devices
useful for applications requiring energy resolution, such as bolometry, spectroscopy, and infrared imaging.

VC 2019 Author(s). All article content, except where otherwise noted, is licensed under a Creative Commons Attribution (CC BY) license (http://
creativecommons.org/licenses/by/4.0/). https://doi.org/10.1063/1.5097389

The potential of superconducting materials for low noise photon
detection has long been recognized.1,2 Several concepts exploiting
superconductors have further evolved, including transition edge sen-
sors (TESs),3 kinetic inductance detectors (KIDs),4 and superconduct-
ing nanowire single photon detectors (SNSPDs).5,6 SNSPDs can be
built with >90% single photon detection efficiency at 1550nm
(Ref. 7), and have found applications in quantum optics,8 quantum
key distribution,9 single photon LIDAR,10 and infrared astronomy.1 In
SNSPDs, a single photon impinges upon a current-biased supercon-
ducting nanowire, generating a local resistive region (hotspot).11 This
makes the superconducting current diverge around it, increasing the
current density in the surrounding areas. The devices can be operated
under bias conditions, so that the current density in the regions adja-
cent to the hotspot breaks the superconducting state, causing the for-
mation of a resistive barrier.12 Current is then forced to cross the
barrier, which can be sensed by a readout circuit. The photon wave-
length required to trigger an SNSPD is inversely proportional to its
width.13 Thus, decreasing the width reduces the photon energy needed
to trigger an SNSPD. However, this requires nanometer-precision in
lithographic tools. An alternative approach is to decrease the device

thickness, as this will reduce the cross section of the superconducting
wire, allowing single photon detection for wider wires.14

NbSe2 is a superconductor with a bulk superconducting transi-
tion temperature (Tc)� 7.2K.15 In the layered 2H form, which we use
here, one layer (1L) consists of a sheet of Nb atoms sandwiched
between two sheets of Se atoms and arranged in a hexagonal struc-
ture.16 Crystals can be exfoliated to produce flakes down to 1L.16,17

Reference 17 showed that NbSe2 is superconducting down to 1L, with
Tc � 2K, while 2L-NbSe2 has Tc � 5K,17 above the 4.2K liquid He
temperature used in SNSPD measurement setups.8 This paves the way
for studying few-layer NbSe2 superconducting detectors.

Here, we use micrometer-sized 2–10L NbSe2 flakes as supercon-
ducting detectors for 1550nm pulsed illumination in the 5K–350 mK
range. We find a nonlinear response with a minimum noise equivalent
power (NEP) �32 fW Hz�0.5, at a laser pulse energy of 27 fJ. This is
comparable with cryogenic graphene hot electron bolometers18 and
commercial InGaAs photodiodes.19,20

The detectors are fabricated as follows. We use a substrate with
285 nm SiO2 on Si, for optimal optical contrast.21,22 On this, we fabri-
cate Ti/Au (5 nm/50nm) contacts by evaporation and lift-off. Bulk

Appl. Phys. Lett. 114, 251103 (2019); doi: 10.1063/1.5097389 114, 251103-1

VC Author(s) 2019

Applied Physics Letters ARTICLE scitation.org/journal/apl

https://doi.org/10.1063/1.5097389
https://doi.org/10.1063/1.5097389
https://www.scitation.org/action/showCitFormats?type=show&doi=10.1063/1.5097389
http://crossmark.crossref.org/dialog/?doi=10.1063/1.5097389&domain=pdf&date_stamp=2019-06-27
https://orcid.org/0000-0001-5756-4016
https://orcid.org/0000-0003-3327-078X
https://orcid.org/0000-0002-2912-2023
https://orcid.org/0000-0003-3121-6536
https://orcid.org/0000-0002-9328-4350
https://orcid.org/0000-0003-1081-0915
https://orcid.org/0000-0003-3701-8119
https://orcid.org/0000-0002-1467-3105
https://orcid.org/0000-0002-4723-722X
https://orcid.org/0000-0003-3604-5617
https://orcid.org/0000-0003-0907-9993
https://orcid.org/0000-0002-8084-4187
mailto:g.orchin.1@research.gla.ac.uk
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
https://doi.org/10.1063/1.5097389
https://scitation.org/journal/apl


NbSe2 is sourced from HQ graphene.23 Reference 24 showed that
NbSe2 can degrade in air due to the reaction of Nb with O2. Thus, an
exfoliated sample left unprotected for several hours would be unlikely to
show superconductivity.17 It is therefore necessary to encapsulate NbSe2
with an impermeable membrane, such as a flake of hexagonal boron
nitride (hBN).17 Here, we use hBN crystals grown by the temperature-
gradient method under high pressures and at high temperatures.25 hBN
and NbSe2 flakes are exfoliated by micromechanical cleavage on Nitto
Denko tape,26 then exfoliated again on a polydimethylsiloxane (PDMS)
stamp, placed on top of a glass slide, for inspection under an optical
microscope. This yields large (up to �100lm) flakes.27 Few-layer (FL)
flakes are selected based on optical contrast and then stamped on the
contacts with a micromanipulator. FL-hBN flakes are exfoliated on tape,
then on SiO2/Si for microscope inspection. Thin flakes (up to 10nm),
selected by optical contrast, are picked with a polycarbonate (PC)/
PDMS stack prepared on a microscope glass slide.28 The stack is then
mounted on a micromanipulator under an optical microscope and
transferred on FL-NbSe2 to protect it from air-exposure. The tempera-
ture is increased to �100 �C to release PC, which is then dissolved in
chloroform.29 30 devices of 2–10L-NbSe2 were prepared to check repro-
ducibility and the effect of thickness on device performance. We did not
use 1L-NbSe2 due to its Tc being lower than 4.2K.

17

Raman spectroscopy in vacuum is performed by mounting an
Oxford Instruments vacuum stage under a 50� ultralong working dis-
tance objective of a Horiba LabRam Evolution spectrometer. A turbo-
molecular pump is used to achieve a base pressure of �10�5 Torr.
Measurements are done with 514nm excitation, with an 1800
grooves/mm grating and a spectral resolution �0.3 cm�1. The power
is kept below 300lW to avoid any damage. Figure 1(a) plots the low
frequency (<100 cm�1) spectrum of a NbSe2 flake after hBN encapsu-
lation and that of bulk NbSe2. The shear modes (C) are due to the rela-
tive motions of the atomic planes.30–32 The position of the C peak,
Pos(C), can be used to derive the number of layers (N) as32

N ¼ p

2 cos�1
PosðCÞN
PosðCÞ1

" # ; (1)

where PosðCÞ1 is Pos(C) in the bulk. Figure 1(a) gives PosðCÞ1
�28.6 cm�1 (red curve) and �26.2 cm�1 (blue curve). Thus, N � 4.

The hBN E2g peak
33,34 is at �1367 cm�1 in Fig. 1(c) and it has a full

width at half maximum (FWHM) of �9 cm�1, as expected for
�10nm hBN.35

Optical measurements are then performed in a closed cycle
2-stage Pulse Tube with an additional 3He stage capable of reaching a
base temperature Tbase � 350 mK, equipped with a bespoke confocal
microscope with piezoelectric positioners.36 This allows repositioning
of the focused laser spot without warming up the sample.

The current necessary to break the superconducting state, the
critical current Ic,

37 is measured at Tbase, Fig. 2(a). Ic is identified by the
sudden change in slope in the current biased I-V. The measurement is
carried out in a two-wire configuration. A series resistance of 12 X
arises due to the cryostat wiring and contact resistance with the NbSe2
flake. The I-V curves are increasingly hysteretic as the temperature is
decreased [Fig. 2(b)]. The current at which superconductivity is rees-
tablished, the retrapping current, Ir,

38 is as low as half Ic at 360 mK.
This is because electrical heating generated in the resistive state cannot
be dissipated and increases the sample temperature. We obtain Ic(0)
¼ 677lA and Tc¼ 6K.

Using a 1lW continuous wave 1550nm laser, the confocal
microscope is raster scanned over the device using piezoelectric posi-
tioners. The resulting reflection is used to construct an image of the
device area at 5K [Fig. 3(b), blue-yellow]. To locate the photosensitive
area, the NbSe2 devices are current biased at 0.9Ic (227lA) using the
circuit shown in Fig. 4. A programable pulse generator is then used to
drive a 1550nm laser diode at 1MHz repetition rate with 20ns pulse
width. The laser power is attenuated to �17 fJ per pulse (measured at
the fiber optic input to the cryostat) and scanned over the device. The
resulting voltage signals are amplified with 46 dB gain over the band-
width 10 kHz–500MHz using a room temperature low noise amplifier
(RF Bay LNA-545), and voltage pulses are counted by a universal
counter (Agilent 53132A). As shown in Fig. 3(b) (white-red contour
lines), the photosensitive area is centered between the two electrical
contacts indicating that the superconducting NbSe2 is the photosensi-
tive element. There also appears to be a nonuniform response across
the device area. This is attributed to the nonuniform current density in
NbSe2 as a result of contact geometry and partial oxidation.

Using the readout circuit in Fig. 4(a) a 4L-NbSe2 flake is current
biased and illuminated with single shot laser pulses. The resulting volt-
age signals are measured with an oscilloscope (8GHz Infiniium
80804A), where the voltage observed will be proportional to the resis-
tance of the detector, within the bandwidth of the amplifier

FIG. 1. (a)–(c) Raman spectra of hBN/4L-NbSe2 (blue) and bulk NbSe2 (red).
FIG. 2. (a) Current-voltage (I-V) measurements of a 4L-NbSe2 device at 360 mK.
(b) Temperature dependence of Ic and Ir.
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(10 kHz–500MHz). When the detector is biased between Ic and Ir
[Fig. 2(b)], a bright optical pulse results in a latched response, where,
due to self-heating, the detector remains in a permanent resistive state
until the bias current is reduced. Since our NbSe2 detectors have a
small normal state resistance (�50 X), latching occurs even if a small
resistor (25–50 X) is placed in parallel with the detector.39

At 390lA, just above Ir, the detector is latched by a strong optical
pulse, but is able to recover superconductivity if a low power pulse is
used. When the laser is attenuated to �500 fJ per pulse (Fig. 5), the
device is at the boundary between these two behaviors. After each opti-
cal pulse, the device intermittently latches or recovers superconductiv-
ity with a long decay time>100ns. For a lower bias current�220lA,
the 90%–10% decay time is reduced to 2.4 ns. The right axis of Fig. 5 is
the voltage normalized to the amplitude of response measured under
bright illumination (1100 fJ per pulse), where the entire length is
assumed resistive. It therefore shows the approximate length of the
resistive region normalized to the full length of the NbSe2 flake, L. In
both traces, the length of the resistive region initially settles to 0.44L,
where they diverge then. The latching pulse (A) grows to 0.56L and

the recovered pulse (B) drops to 0 after further �20ns, returning to
the superconducting state.

In order to describe the process by which the absorption of radia-
tion causes an electrical response from NbSe2, we consider how an
optically stimulated resistive region would evolve within a supercon-
ducting flake. This is governed by the balance of Joule heating and heat
dissipation.40,41 Assuming uniform thermal conductivity, heat capacity,
and current density (J¼ I/A, where A is the cross-sectional area of the
flake), the temperature distribution in the flake will tend toward being
one dimensional due to heat diffusion.42 We model the device as ini-
tially at a constant temperature (Tbath), in thermal equilibrium with its
environment. Current is passed by the Ti/Au electrodes. Their thick-
ness is 55 nm, at least 10 times larger than our NbSe2. We thus assume
that the contacts maintain each end of the device at Tbath. This geome-
try was studied analytically in Ref. 40 for the time-independent case,
when Joule heating is balanced by thermal dissipation. The current
density (J) required to sustain a resistive region of length l, when the
materials properties are T-independent, can be written as40

J2 ¼
2aðTc � TbathÞcosh

L
2

ffiffiffiffiffiffi
a
jd

r !

qd cosh
L
2

ffiffiffiffiffiffi
a
jd

r !
� cosh

L
2
� l

� � ffiffiffiffiffiffi
a
jd

r" #( ) ; (2)

where j is the T-dependent thermal conductivity of NbSe2,
43 l is the

length of the self-sustaining resistive region, q is the resistivity of the
flake in the normal state, d is the thickness of the superconducting
flake, and a is the heat transfer coefficient to the substrate, a sample
dependent parameter.

FIG. 3. (a) Optical image of a 4L-NbSe2 flake, covered by �10 nm hBN (light blue)
transferred on Au electrodes. (b) False color image of the same sample at 5 K
using 1550 nm illumination with 2.5 lm FWHM. White to red contour lines show the
normalized count rate for 17 fJ pulses, thus the optically sensitive area of the
detector.

FIG. 4. Experimental setup used to measure the photoresponse. Attenuated laser
pulses are focused on a current biased sample using a cryogenic confocal
microscope. The resulting voltage pulses are amplified at room temperature before
being counted or viewed on an oscilloscope. Since the NbSe2 flakes have a resis-
tance � 50 X, they are well impedance matched with the transmission line. Thus,
the biasing circuit does not include a parallel resistor.

FIG. 5. Oscilloscope traces showing the critical resistive length phenomenon
around l1. The inset illustrates the two possible hotspot evolutions: (a) growth to l2
and (b) decay to 0 with recovery of superconductivity.
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Equation (2) shows that J required to sustain a resistive region of
length l reaches a minimum, Jlatch, when l¼ L/2. Therefore, the bias
current must be >Ilatch ¼ AJlatch for the superconducting flake to have
a steady state resistance. Using Eq. (2) to solve for l, we find that any
current >Ilatch has two solutions l1 and l2 ¼ L� l1, with l1 being the
smaller of the two lengths. For these, the electrical power dissipated in
the resistive region will be balanced by thermal diffusion. However,
although both are valid solutions, only l2 is stable in time. l1 is unstable,
since if l < l1, the resistive region will cool and therefore shrink,
whereas, if l > l1, the region will be heated and therefore expand. In
either case, the resistive length will be driven away from l1. In contrast,
there will be negative electrothermal feedback around l2, thus a self-

sustaining resistive region will settle to this length. l1 can therefore be
viewed as a critical length. If the hotspot length decays below l1, the resis-
tive region will not be self-sustaining, and superconductivity will be rees-
tablished (Fig. 5 pulse B). If the hotspot length remains above l1, it will
eventually grow to l2. This results in a latched resistive state, with the
steady state resistance of the device proportional to l2 (Fig. 5 pulse A).

To demonstrate the energy dependent nature of the photores-
ponse, the NbSe2 flake in Fig. 3 is biased at 230lA (0.91Ic) at 5K and
illuminated with single shot laser pulses of energy ranging from 20 to
1100 fJ, Fig. 6(a). The amplitude of the voltage response increases with
laser energy and starts saturating�500 fJ. This behavior can be under-
stood as the laser driving a section of the flake into the resistive state.
As the laser energy increases, so does the size of the resistive region.
This occurs until the resistive region approaches the total length of the
flake, causing saturation of the voltage response. The responsivity of
the detector (161VW�1 at 27 fJ per pulse) is calculated by dividing the
amplitude of measured voltage transients [Fig. 6(a)] by the maximum
instantaneous power of the laser pulses and by the amplifier gain
(46 dB). As shown in Fig. 6(b), the NEP of the detector reaches a mini-
mum �32 fW Hz�0.5 at 5K. This is calculated by dividing the noise
spectral density of the detector (5:21� 10�12 VHz�0.5) by its respon-
sivity.20 Since the maximum instantaneous power of the laser is used to
calculate responsivity, this NEP is an upper bound. For comparison,
infrared graphene hot electron bolometers were reported with an
electrical NEP�32 fWHz�0.5 at 5K (Ref. 18) and commercial InGaAs
photodiodes have an NEP range �5–1000 fW Hz�0.5 (Refs. 19 and
20).

13 superconducting NbSe2 detectors were tested, all yielding simi-
lar photoresponses. The detectors survive at least 3 thermal cycles.
After storage in vacuum for 3months,�5% reduction in Ic is observed,
assigned to NbSe2 oxidation.

In summary, we prepared hBN encapsulated NbSe2 flakes 2–10
layers thick. These are superconducting and photosensitive at
1550nm, with an energy dependent response when illuminated. The
optical NEP of the detectors is as low as 32 fW Hz�0.5 at 5K, competi-
tive with graphene based hot electron bolometers and commercial pho-
todiodes. The optical absorption could be further improved by
integration with optical cavities, waveguides, or plasmonic structures.

We thank L. Baker, D. Morozov, R. Health, R. Kirkwood, and A.
Lombardo for useful discussions. We acknowledge funding from ERC
Grant Nos. IRIS 649604 and Hetero2D; EPSRC Grant Nos. EP/
K01711X/1, EP/K017144/1, EP/N010345/1, and EP/L016087/1; the
EU Graphene and Quantum Flagships; the Royal Society and EPSRC
International Network Grant No. EP/P026311/1 and Programme
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