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In the last two decades the need for safer processes has
focused a great deal of attention on the use of small organic
carbonates, especially dimethyl carbonate (MeOCO2Me:
DMC). DMC is a nontoxic compound that can profitably
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replace very harmful methyl halides (or dimethyl sulfate) and
phosgene in both methylation and carboxymethylation proc-
esses.[1] In recent times it has been observed that methylation
of primary aromatic amines with DMC is efficiently catalyzed
by alkali-metal-exchanged faujasites (e.g. NaY). The pecu-
liarity of the process is that DMC-mediated methylation of
amines proceeds with unprecedented monomethyl selectivity
(up to 99%) and complete chemoselectivity at the amino
group in the case of ambident nucleophiles. Another pecu-
liarity of NaY is that it also catalyzes carboxymethylation
reactions. These findings suggest that under the appropriate
conditions the DMC/NaY interaction leads to weakening
(activation) of both O�CH3 and C�OCH3 bonds. The
discovery of highly selective catalysts for reactions involving
DMC is of special interest from both environmental and
synthetic standpoints because it offers important and inno-
vative protocols for the synthesis of high-value-added phar-
maceutical intermediates and dyestuffs.[2]

It has been reasonably hypothesized that activation of
DMC in the restricted spaces of the internal cavities (super-
cages) of NaYoccurs by an electric-field-induced polarization
of the molecule, which is accompanied by elongation and
weakening of the O�CH3 and/or C�OCH3 bonds. To clarify
this fundamental point, the aim of this investigation is to shed
light on the structural perturbation induced in DMC upon
interaction with the positively charged counterions present in
the supercages. For this purpose a study of the modification of
the IR properties of DMC, induced by the interaction with
NaY, has been performed; the experimental results obtained
are compared with ab initio simulations. It will be shown that
the interaction of DMC with Na+ ions fully explains why NaY
is so effective in promoting the methylation and carboxyme-
thylation activity of DMC.

This spectroscopic investigation takes advantage of the
fact that, as DMC is a liquid, it can be easily dosed from the
gas phase onto activated NaY and that, upon diffusion inside
the pores, the IR spectrum of DMC can easily be recorded in
situ.[3]

The available frequency range for the IR study on NaY
(ñ> 1300 cm�1) only allows the observation of the n(CO)
mode of the C�O1 bond (see Figure 1a), the nasymm.(CO2)
mode of the O2�C�O3 moiety (see Figure 1b), and the
d(CH3) modes of the methyl groups. The bands associated
with nsymm.(CO2), nsymm.(O�CH3), and nasymm.(O�CH3), which
would be of high diagnostic utility, cannot be observed
because they fall within the zeolite framework region.

The dashed line in Figure 2a represents the background-
subtracted spectrum of DMC completely filling the super-

cages (DMC/Na+> 1) (obtained by equilibration at the vapor
pressure of DMC). Under these conditions the spectrum is
characterized by broad and complex absorptions in both the
n(CO) (1805–1710 cm�1) and nasymm.(CO2) (1340–1235 cm�1)
ranges due to the superposition of the contributions from
DMC interacting directly with the cations of the walls and
liquid-like DMC filling the residual spaces of the supercages.
Because of this multiple contribution, this spectrum is of little
utility.

To reveal the contribution of DMC in direct contact with
the Na+ ions present on the walls, we removed the liquid-like
fraction by controlled desorption and collected a series of
spectra corresponding to decreasing DMC/Na+ ratios (curves
1–4, solid lines in Figure 2a). It can be seen that, after removal
of liquid-like DMC, the n(CO) and nasymm.(CO2) modes clearly
split into two major components at 1772–1747 and 1311–
1284 cm�1, respectively, while the bending frequencies of the
methyl groups are essentially unaffected. The half-width of
the components of the 1747–1311 cm�1 pair is larger than that
of the 1772–1284 cm�1 pair, which suggests that they are
caused by a family of similar species, instead of a single one. A
shoulder is also observable at 1728 cm�1. The relative
intensity of the doublets> components changes with coverage,
which allows us to conclude that the 1772–1284 and the 1747–
1311 doublets belong to two different species (I and II,
respectively). For the reasons described above, species II has
a composite structure. A relevant observation concerning the
species I and species II pairs is that the frequency difference
Dn between the n(CO) and nasymm.(CO2) modes is such that
DnI>Dngas>DnII. This observation will be of great utility for
comparison with the theoretical results (see below). In
conclusion, from the IR spectroscopic data we can infer that
the interaction of DMC with the Na+ ions present in the
supercages induces a relevant perturbation of the molecule,
which influences the vibrational properties, and hence the
force constants, of bonds with C�O character. On the basis of
these results, it was not possible to advance an unambiguous

Figure 1. Pictorial representation of the normal modes of DMC1:
a) n(CO); b) nasymm.(CO2). White spheres: H atoms; gray spheres C
atoms; black spheres: O atoms.

Figure 2. a) Dashed line: background-subtracted spectrum of vapor
pressure of DMC on NaY zeolite outgassed at 673 K. Curves 1–4:
effect of progressive outgassing at 353, 393, 423, and 453 K respec-
tively. b) Computed IR spectra of structures b, c, and d reported in
Figure 4. Dotted lines correspond to the computed spectrum of the
DMC1 isomer.
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structural interpretation of the observed vibrational pertur-
bations. Consequently, B3-LYP calculations of the structural,
energetic, and vibrational features of model Na+/DMC
adducts were performed. To this end both cis–cis and cis–
trans DMC structures (hereafter DMC1 and DMC2, respec-
tively; see stick-and-ball representations in Figure 3) were

considered because they are very similar from the stability
point of view (DMC2 being less stable by only about
12.9 kJmol�1), and hence they could be both present in the
supercages as the result of an isomerization process. The
computational scheme adopted (see Experimental Section for
further details) is fully appropriate for this type of computa-
tion because the geometry and vibrational frequencies
obtained for the DMC1 conformer are in agreement with
the experimental observations.[4, 5] The analysis of the molec-
ular electrostatic potential (ESP) of DMC1 and DMC2 is
shown in Figure 3, and reveals that: 1) DMC1 possesses two
distinct nucleophilic sites (ESP< 0) on the oxygen of the C�
O1 bond and on the oxygen atoms of the O2�C�O3 moiety,
and 2) DMC2 has only one nucleophilic site on the C�O1

bond. On this basis three different DMC adducts with the
complete series of naked alkali-metal cations were considered
(Figure 4, structures b, c, and d). Such an approach has been
demonstrated to be able to describe the electrostatic origin of

the interaction between the CO molecule and counterions in
exchanged zeolites.[6] A subsequent article[7] has shown that
the presence of the AlH(OH)3

� counteranion does not
substantially change the conclusions reached in reference [6].
The stabilities of the adducts, as evaluated by binding energy
calculations (DMC1 taken as reference reactant, BSSE
accounted for),[8] are in the order c> d> b. As shown in
Figure 5a, there is a linear correlation (positive slope)

between the computed binding energy for the three adducts
and the charge density (i.e. the reciprocal of the ionic radius
for monovalent cations), thus confirming the pure electro-
static origin of the interaction. When the interaction occurs
through the oxygen of the C�O1 moiety (structures c and d in
Figure 4), the calculations predict an elongation (weakening)
of the C�O1 and the O2/3�CH3 bonds, the remaining two C�
O2/3 bonds being shortened (strengthened). When the inter-
action occurs through the latter two oxygen atoms (structure
b in Figure 4), the C�O1 moiety undergoes a shortening

Figure 3. Pictorial representation of the computed electrostatic poten-
tial (ESP) of a) DMC1 and b) DMC2. Solid line: ESP>0. Dashed line:
ESP<0. White spheres: H atoms; gray spheres: C atoms; black
spheres: O atoms.

Figure 4. Vertical lines represent schematically n(CO) and nasymm.(CO2)
of DMC under different conditions. Gas phase: isomer a top part;
adducts b, c, and d middle part; experimental values obtained for NaY
bottom part. The models are represented as sticks and balls with the
same color code used in Figure 3. Na+ ions in clusters b–d are repre-
sented as white spheres.

Figure 5. a) Computed BEc (binding energy corrected for the BSSE)
versus the charge density of the interacting alkali-metal cations. (&),
(~), and (*) refer to adducts b, c, and d, respectively. b) Computed
Dn (n(CO)�nasymm.(CO2)) versus the charge density of the interacting
alkali-metal cations. (&), (~), and (*) refer to adducts b, c, and d,
respectively.
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(strengthening), while the C�O2/3 and the O2/3�CH3 bonds
undergo a lengthening (weakening). Further interesting
results come from the computed frequencies of the adducts:
in structures c and d of Figure 4 the n(CO) and nasymm.(CO2)
are red- and blue-shifted, respectively, with respect to isolated
DMC1, whereas in structure b of Figure 4 the opposite
behavior is observed. The computed spectra obtained in the
case of Na+ are shown in Figure 2b and in Figure 4 as dotted
(a), dot-dashed (b), dashed (c), and full (d) lines, and show
that Dnb>Dngas>Dnc�Dnd. A similar trend is observed for
the other alkali-metal cations, as shown in Figure 5b, from
which it is clear that this observation also correlates with the
charge density of the interacting cations.

These values are clearly in qualitative agreement with the
experimental observations (reported in Figure 2a and sche-
matized in Figure 4). Another interesting result is that
structures c and d have very similar spectroscopic features
and hence they behave as a family of similar species, in
agreement with the observed half-width of the components of
species II. Of course, the computed Dn values are higher than
the experimental ones, because the model adducts involve
bare Na+ ions; in fact their polarizing power is higher than
that of the Na+ counterions in the supercage, whose positive
charge is partially counterbalanced by the negative charge of
the framework.

In conclusion, on the basis of a comparison of the
experimental and computed data we have been able to
conclude that both cis–cis and cis–trans species are present in
the NaY supercages and to identify the properties of the
adducts formed by these species with the Na+ ions. In
particular, the electrostatic perturbation in adducts c and d
induces an elongation (weakening) of the O�CH3 bonds, a
fact which can explain the catalytic activity of NaY in
methylation reactions. In adduct b an elongation of the C�
OCH3 occurs, which justifies the catalytic activity of NaY in
carboxymethylation reactions. Finally, the observation that
the IR components associated with structure b are the
preferred ones at lowest coverage (higher evacuation temper-
ature) could explain a different selectivity of the DMC/NaY
system towards carboxymethylation reactions.

Taken together, these results afford, in a simple and direct
manner, a reasonable explanation why NaY is a useful
catalyst for methylation and carboxymethylation reactions
with DMC. The role of polarization forces associated with the
Na+ counterions that are present in the restricted spaces of
the supercages in DMC activation is also clearly demonstra-
ted.[2c]

Experimental Section
An NaY sample (Aldrich, Si/Al� 3), in the form of a thin, self-
supported wafer, was activated at 673 K in vacuo (up to 10�5 mbar)
before contact with DMC. Liquid DMC (ACROS Organics, 99% in
purity) was dosed in the gas phase in a vacuum manifold directly
connected to the measurement cell. IR spectra were recorded with a
Bruker IFS 66 FTIR spectrometer equipped with an HgCdTe
cryodetector (4000–700 cm�1 range) with a resolution of 2 cm�1.

All calculations were performed by density functional theory
procedures[9] with the B3-LYP[10] Hamiltonian, as implemented in
Gaussian 98.[11] Li, Na, K, Rb, and Cs atoms were described with

basis-set adopted by Ferrari et al.[6] . For C and O atoms, the fully
optimized triple-z valence basis-set (TZV) of Ahlrichs et al.[12] was
emplyed. A double set of diffuse p functions on the cations was added
(zp(Na)= 0.131 and 0.0196 Bohr�2). Moreover, the TZV basis sets for
C and O atoms (hereafter TZV2d) were also supplemented by a
double set of polarization d functions: zd values were derived from the
standard ones[13] following an even-tempered recipe (zd(C)= 1.6 and
0.4 Bohr�2; zd(O)= 2.4 and 0.6 Bohr�2). Hydrogen atoms in the DMC
molecule were described bymeans of a standard Pople 6-311+G(d,p)
basis set.
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